Issued for Review

Table 2: lubilee Parkway, Summary of Asphalt Core Thickness

" HRP Offset  Location D'escﬁpﬁon ;_ Asphalt Core Comments
; Thickness
0.00 - Hwy 19 $B, shouider ' B " Reference point
- 0.50 +1.5 Lane 1, center of travel lane 81 -
: 0.50 453 Lane 1,kshou[dér;' R 85 -
145 24 “La'ne-‘Z, center of travel Iahe 68 -
1.45 -6.3 Lane 2, shoulder 72 -
3.00 @ +1.7  Centerofleft turnlane 68 Recent widening on both
' 3.00 464 _ Lane 1, outside wheel path 103 - sides of highway to
3”.00' ' +8.6 lane i, shbdi'der 60 " accommodate Willow
3.20 1.7 Llane?2, inside wheel path 80 Creek Road left turning
320  -7.6  lane2, shoulder 60 - lane
"4.00 o 41.5 E Lane 1, center of travel lane .55 S
4.00 +49  lane 1, shoulder 60 -
. 4.00 2.0 . Lane 2, center of travel lane 53 -
4,00 55  lane2, shoulder 67 -
4.64 ‘ . _”Highv'vay 19 A' ; _ Réferénce point )

As requested by MoTl, approximate locations of the asphait cores are included in .kmaz files, sent separately from

this letter.
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