
Province of British Columbia, Ministry of Transportation and Highways, GEOTECHNICAL AND MATERIALS ENGINEERING

AGGREGATE TEST HOLE SUMMARY SHEET
PIT: S. SUTTON CR. DISTRICT: VAN. ISL. - 02 FILE No:

Gradation of Materials Soundness Indicator

MgSO4 Remarks

CA FA
92-1 0.3 0.0/0.3 TS ROOTS

0.3/4.2 GP 5 5 8 1950 65 33 2 GP WSA

92-2 0.3 0.0/0.3 TS ROOTS
0.3/? REFUSAL - LARGE BOULDER

92-3 0.4 0.0/0.4 TS ROOTS
0.4/2.5 GP 9 6 5 1000 62 34 4 FVI
2.5/10.0 GP 6 3 2 1300 56 43 1 90 92 5.9 4.8 GP WSA

92-4 0.4 0.0/0.4 TS ROOTS
0.4/3.9 GP 10 3 3 1700 69 29 2 87 80 WSA
3.9/6.5 GP 5 2 2 1800 50 46 4 GP WSA

92-5 0.3 0.0/0.3 TS ROOTS
0.3/2.2 GPGM 11 5 10 1200 58 37 5 FVI
2.2/3.8 GPGM 11 6 8 1000 53 40 7 GPGM FVI

92-6 0.5 0.0/0.5 TS ROOTS
0.5/8.0 GP 4 3 5 1200 55 41 4 96 45 WSA
8.0/13.0 GP 5 3 6 1100 62 35 3 GP WSA
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WSA = Washed Sieve Analysis FVI = Field Visual Identification
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92-7 0.3 0.0/0.3 TS ROOTS
0.3/3.4 GM1 3 1 1 1500 44 41 15 FVI
3.4/4.8 GPGM 4 1 1 500 50 43 7 34 40 FVI
4.8/7.8 SPSM 2 1 200 43 51 6 SPSM FVI

04-1 0.0/6.0 GP 5 4 3 600 62/54 35/42 3/4 85/75 GP FVI-Pr/WSA-Crush

04-2 0.0/1.9 GP 5 4 3 650 65 33 2 FVI, OXIDIZED
1.9/6.0 GP 5 2 1 300 62 37 1 85/74 52 70 GP WSA

04-3 0.0/1.5 GP 3 2 1 450 65 33 2 82/74 WSA, OXIDIZED
1.5/5.5 GP 5 2 1 380 62 37 1 GP FVI

04-4 0.3 0.0/0.3 TS ROOTS
0.3/1.5 GP 5 5 5 1000 65 33 2 FVI, OXIDIZED
1.5/5.5 GP 5 3 3 750 64 35 1 GP FVI

04-5 0.3 0.0/0.3 CR CRUSH
0.8 0.3/0.8 ML FVI, ROOTS, STICKS

0.8/2.0 GP 5 4 2 600 65 33 2 FVI, OXIDIZED
2.0/5.0 GP 5 2 1 350 64 35 1 GP WSA

WSA = Washed Sieve Analysis FVI = Field Visual Identification
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04-6 0.0/1.0 GP 5 5 5 1000 75 23 2 FVI, OXIDIZED
1.0/4.0 GP 5 4 3 1000 65 33 2 GP FVI

04-7 0.3 0.0/0.3 CR CRUSH
0.3/1.2 GP 5 5 5 750 75 23 2 WSA, OXIDIZED
1.2/6.0 GP 5 4 2 380 65 33 2 GP FVI

04-8 0.3 0.0/0.3 CR CRUSH
0.3/2.0 GP 5 4 2 750 60 37 3 FVI, OXIDIZED
2.0/4.3 GP 5 4 2 380 65 33 2 GP FVI

04-9 0.3 0.0/0.3 TS ROOTS
0.3/1.8 GP 5 4 2 750 60 37 3 FVI,OXIDIZED
1.8/4.0 GP 5 4 2 600 65/56 32/40 3/4 82/68 54 73 GP FVI-Pr/WSA Crush

04-10 0.3 0.0/0.3 TS ROOTS
0.3/1.4 GP 5 4 2 600 60 37 3 FVI, OXIDIZED
1.4/3.0 GP 5 4 2 600 65 32 3 GP FVI

WSA = Washed Sieve Analysis FVI = Field Visual Identification
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04-11 0.1 0.0/0.1 TS ROOTS
0.1/1.0 GP 5 3 1 600 60 37 3 FVI, OXIDIZED
1.0/7.0 GP 4 2 1 300 64/55 35/43 1/2 81/77 GP FVI-Pr/WSA-Crush

04-12 0.0/4.5 GP 7 4 4 760 63 33 4 48 33 GP WSA

04-13 0.3 0.0/0.3 TS ROOTS
0.3/2.0 GP 6 4 4 900 60 36 4 FVI, OXIDIZED
2.0/3.3 GP 6 4 4 900 66 32 2 GP WSA

NOTE: ALL TEST PITS ARE EXTREMELY DENSE

WSA = Washed Sieve Analysis FVI = Field Visual Identification




