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Trow Associates Inc. Pk SIEVE ANALYSIS REPORT

Burnaby, BC V5A 1X7 Victoria Branch 8 16 30 50 SERIES
604-874-1245 250-858-8114

PROJECTNO, 041-01347
o cLent MINISTRY OF TRANSPORTATION
MINISTRY OF TRANSPORTATTON c.c
7818 6TH STREET
BURNARBRY, BC
V3N 4N8

dj!

VTTN: MR. XKEN LUKAWESKY

proJecT SOUTH SUTTON CREEK PIT HIGHWAY 4

GEOTECHNICAL FORT ALBERNI
CONTRACTOR
SIEVE TEST NO. 1 DATE RECENVED Jul 16,2004 pateTesten Jul 16,2004 patesampLep Jul 16,2004
SUPPLIER SAMPLEDBY S, LTKNESS
SCURCE PORT ALBERNT TESTED BY L. UGWUANYT
SPECIFICATION TEST METHOD DRY

MATERIALTYPE TP04-F, SA-1, BAG 111
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GRAVEL SIZES PERCENT GRADATION SAND SIZES AND FINES PERCENT GRADATION
PASSING LIMITS PASSING LIMITS
3" 75 mm 160.0 No. 4 4.75 mm 24,7 @,‘wgf“?g’
2" 50 mm 89.1 No. 8 2.30 min 19.4
io1/2n 37.5 mm 84.9 Ne., 16 1.18 mm 14.9 g 9%
i 25 mm 1.5 No. 30 200 nm 10.4
374" 19 mm 52.8 No. 50 300 pm 6.1
17 bl o m,:
1/2 12.5 mm | 42.0 No. 100 150 um 3.6 | F-k
3/8" 9.5 mm 35.5 No. 200 75 um 2.2
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3 £ 7 i1 i %-‘;Lﬁ
Page - of . Jul 20,2004 Trow Associates Inc. BRIAN GRAY, AScT PER.

Reporting of these test results constitutes a testing service only. Engineering interpretation or evaluation of test results is provided only on written request.
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Jrow Associates Inc. o5 SIEVE ANALYSIS REPORT

Burnaby, BC V3A 1X7 Vicloria Branch 8 16 30 50 SERIES
604-874-1245 250-658-8114

PROJEGTNO. 041-01347
10 [ CLENT MINISTRY OF TRANSPORTATIOCN
MINISTRY QOF TRANSPORTATION c.c.
7818 6TH STREET
BURNABRY, BC
V3N 4ANS

ATTN: MER. XKEN LUKAWESKY

PROJECT SCUTH SUTTON CREEK PIT HIGHWAY 4

GEOTECHNICAL PORT ALBERNI
CONTRACTOR
SIEVE TEST NO. 2 DATE RECEIVED Jul 16,2004 pateTesten Jul 16,2004 paTtesampLep Jul 16,2004
SUPPLIER SAMPLEDBY §. LIKNESS
SOURCE PORT ALRBRERNI TESTED BY L. UGWUANYL
SPECIFICATION TEST METHOD DRY

MATERIALTYPE TP(04-2, SA-3, BAG 109
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GRAVEL SIZES PERCENT GRADATION SAND SIZES AND FINES PERCENT GRADATION
PASSING LIMITS PASSING LIMITS
3" 7h mm | 100.0 No. 4 4.75 mm 37.7 éﬂ—éf{_
2" 50 mm 89.5 No. 8 2.36 mm 26.7
roi/z2n 37.5 mm 83.0 No. 16 1.18 mm 17.1 S-,-?v?
i 25 Imim 71.3 No. 30 600 um 9.7 ~
3/4r 19 mm 65.2 No. 50 300 pm 4.4 | /
/2 12.5 mm 58.8 No. 100 150 pm 2.1 | I
3/8" 9.5 mm 51,3 No. 200 75 am 1.2
COMMENTS

Page i of 1 Jui 20,2001 Trow Associates Inc.  BRIAN GRAY, AScT PER. %—-——Lﬁ

Reporiing of these test results constitutes a testing service only. Engineering inferpratation or evaluation of test results is provided only on written request.
Report System Software Registered to: Trow Assoctates Inc., Bumaby
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Trow Associates Inc. e SIEVE ANALYSIS REPORT

Burnaby, BC V5A 1X7 Viclaria Branch 8 16 30 50 SERIES
604-874-1245 260-858-8114

PROJECTNG, (41-01347
TO [ CLEENT MINTSTRY OF TRANSPORTATION
MINISTRY OF TRANSPORTATICN co
7818 &TH STRERET
BURNABY, BC
V3N 4ANS

ATTN: MR, KEN LUKAWESKY

prOJECT SOUTH SUTTON CREEK PIT HIGHWAY 4

GEOTECHNICAL PORT ALRERNI
CONTRACTOR
SIEVE TEST NO. 3 paTe Receiven Jiil 16,2004 pateTesten Jul 16,2004 patesampiep Jul 16,2004
SUPPLIER SAMPLEDBY §. T,TKNESS
SOURCE PORT ALBERNI TESTED BY L. UGWUANYI
SPECIFICATION TESTMETHOD DRY

MATERIALTYPE TPO4-3, SA-1, BAG 110
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GRAVEL SIZES PERCENT GRADATION SAND SIZES AND FINES PERCENT GRADATION
PASSING LIMITS PASSING LIMITS
3 75 mm | 100.0 No. 4 4.75 mm 34.5 (},"’éﬁj
2" 50 mm 91.0 No. 8 7,36 mm 23.3 )
1 1/2" 37.5 mm 35.0 No., 16 1.18 mm 14.1
1 71.4 - 8.0 |$-33
1 25 mm .4 No. 30 600 um . J
3/4" 19 mm 64.0 No. 50 300 uam 4.6
/2" 12.5 mm 54.1 No. 100 150 pm 3.1 ’;,’4 yA
3/8" $.5 mm 47.4 No. 200 75 um 2.1
COMMENTS
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Reporting of these test results constitutes a testing service onlg. Engineering inferpretation or evaluation of test results is provided only on written request.
Report Systern Software Registered to: Traw Associates Inc., Burnaby



Trow Associates Inc. oareet SIEVE ANALYSIS REPORT

7025 Greenwood Street
Burnaby, BC V5A 1X7 Victoria Branch 8 16 30 50 SERIES
604-874-1245 250-858-8114

proJECTNO. 041-01347
I cLIiENT MINISTRY OF TRANSPORTATION

TO
MINISTRY OF TRANSPORTATION ce.
7818 6TH STREET
BURNARBRY, BC
VAN ANY
ATTN: MR. KEN LUKAWESKY
PROJECT SOUTH SUTTON CREEK PIT HTGHWAY 4
GEOTECHNICAL PORT ALRERNTI
CONTRACTOR
SIEVE TEST NO. 2 pAaTERECEIVED Jul 16,2004 parertesten Jul 16,2004 patesamprep Jul 16,2004
SUPPLIER SAMPLEDBY . [,TKNFESS
SCURCE PORT ALBERNT TESTED BY L. UGWUANYTI
SPECIFICATION TEST METHCD DRY

MATERIALTYPE TPO4-5, SA-1, BAG 1ls6
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GRAVEL SIZES PERCENT | GRADATION SAND SIZES AND FINES PERCENT GRADATION
PASSING LIMITS PASSING LIMITS
Ch 75 mm | 100.0 No. 4 4,75 mm 36.3 6»"@17/
27 5 mm £8.% No. 8 2.36 mm 25.4
Tor/2n 37.5 mm 82.3 No. 16 1.18 mm 16.3 A
1n 25  mm | 70.0 No. 30 600 m 5.3 | 533
3/4" 19 mm 62,2 No. 50 300 um 4.5
r/2n 12.5 mm 56.6 No. 100 150 um 2.3 }:_« /
3/8" 9.5 mm 51.5 No. 200 75 um 1.3
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age 1 of 1 Jul 20,2004 Trow Associates inc. BRIAN GRAY, AScT PER. b—‘—‘Lé

Reporting of these test resulis constitutes a testing service onlsy. Engineering interpretation or evaluation of test resulls is provided only on written request.
Report System Software Registered to: Trow Associates Inc., Burnaby



T A i . Kamigaps Branch
2025 ¢ Grf:noﬁ;igegtmgt 2a0a725321 SIEVE ANALYSIS REPORT

Burnaby, BC V5A 1X7 Vicloria Branch 8 16 30 50 SERIES
604-374-1245 250-858-8114

PROJECTNO., 041-01347
o [ cLENT MINISTRY OF TRANSPORTATION
MINISTRY OF TRANSPORTATION c.C
7818 6TH STREET
BURNABY, BC
V3N 4ANS

ATTN: MR. KEN LUKAWESKY

PrROJECT SOUTH SUTTON CREEK PIT HIGHWAY 4
GEOTECHNTCAT PORT ALBERNI
CONTRACTOR
SIEVE TEST NO. © DATE RECEWED Jul 16,2004 pateTestep Jul 16,2004 paTesampLep Jul 16,2004
SUPPLIER SAMPLEDBY S, LIKNESS
SOURCE PORT AILRERNI TESTED BY L. UGWUANYT
SPECIFICATION TEST METHOD DRY

MATERIALTYPE TPR(O4-12, SA-1, BAG 122
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GRAVEL SIZES PERCENT GRADATION SAND SIZES AND FINES PERGENT GRADATION
PASSING LIMITS PASSING LINITS
3" 75 e | 100.0 Ne. 4 4.75 mm 37.2 6"“ é%
an 50 mm 89.5 No. 8 2.36 mm 28.4
1 i/z2" 37.5 mm 87.8 No. 16 1.18 mm 20.8 )
1 25 mm | 76.4 No. 30 600 um | 14.1 |5-33
172" 12.5 mm 57.4 No. 100 150 um 5.6 :"",}&%‘
378" .5 mm | 50.8 No., 200 75 um 4.0 |7
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Reporting of these test results constitutes a testing service Gnlsy. Engineering interpretation or evaiuation of test results is provided only on written request.
Report System Software Registered to: Trow Associates Inc., Burmaby



Trow Associates Inc. a8 SIEVE ANALYSIS REPORT

7025 Greenwood Street

Burnaby, BC V3A 1X7 Victaria Branch 8 16 30 50 SERIES
604-874-1245 250-668-5114

PROJECTNO. 041-01347
TO [ cueNT MINISTRY OF TRANSPORTATION
MINISTRY OF TRANSPORTATION c.C.
7818 B6TH STREERET
BURNABY, BC
V3N ANE

ATTN: MR. KEN LUKAWESKY

PROJECT SOUTH SUTTON CREEK PIT HIGHWAY 4
GCEOTECHNICAT PORT ALBERNI
CONTRACTOR
SIEVE TEST NO. © pateEReceveD Jul 16,2004 pareTesten Jul 16,2004 patesampLep Jul 16,2004
SUPPLIER PORT ALBERNT SAMPLEDBY S, LIKNESS
SOURCE TESTED BY 1. USWUANYT
SPECIFICATION TEST METHOC DRY

MATERIAL TYPE TP0O4-13, SA-1, BAG 121
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GRAVEL SIZES PERCENT GRADATION SAND SIZES AND FINES PERCENT GRADATION
PASSING LIMITS PASSING LIMITS
3" 75  mm | 100.0 No. 4 4.75 mm | 33.9 |G —éb
2" 50 mm 89.5 No. 8 2.36 mm 23.4
To1/2r 37.5 mm 78,8 No. 16 1.18 mm 14.5 S -
374" i5 mim 61.2 No. 50 300 um 4.8
/2 12.5 mm 52.2 No. 100 150 um 3.2 /T,", /7
3/8" 5.5 mm 48,4 No. 200 75 pm 2.3 ~
COMMENTS

Fage 1 of 1 Jut 20,2004 Trow Associates inc. BRIAN GRAY, AScT PER. %_»H

Reporting of these test results constitutes a testing service oniby. Engineering interpretation or evaluation of test results is provided only on written request.
Report Systern Software Registered to: Trow Assaciates Inc., Burnaby




