
























































 

 

APPENDIX B  

GEN_0103-13_GEO MEMO_R2 – Highway 8 Reinstatement Project, Projects D, E, and F, 
Pavement Design 



























 

 

APPENDIX C  

Rattlesnake Bridge - Fill Seive Results 
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Description: GRAVEL and SAND, trace fines

Natural Moisture Content: 3.8 %

Material Specification: N/A

Intended Use: N/A

Comments: N/A

Project No: 201706-38-24

Client: BC MoTI

Sample Number: 21-660

Date Tested: 2022-01-04

Tested By: SQ

Checked By: __________________________

Project: HWY8 Flood Response & Recovery

Location: Site 21 - Rattlesnake Bridge

Sample Location/Source: TP21-01
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Description: GRAVEL and SAND, trace fines

Natural Moisture Content: 3.8 %

Material Specification: BC MoTI Bridge End Fill.

Intended Use: N/A

Comments: N/A

Sample Number: 21-660

Date Tested: 2022-01-04

Tested By: SQ

Checked By: __________________________

Project: HWY8 Flood Response & Recovery

Location: Site 21 - Rattlesnake Bridge

Sample Location/Source: TP21-01
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Description: GRAVEL and SAND, trace fines

Natural Moisture Content: 3.8 %

Material Specification: BC MoTI Select Granular Sub-Base.

Intended Use: N/A

Comments: N/A

Sample Number: 21-660

Date Tested: 2022-01-04

Tested By: SQ

Checked By: __________________________

Project: HWY8 Flood Response & Recovery

Location: Site 21 - Rattlesnake Bridge

Sample Location/Source: TP21-01
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Description: SAND and GRAVEL, trace fines

Natural Moisture Content: 4.3 %

Material Specification: N/A

Intended Use: N/A

Comments: N/A

Project No: 201706-38-24

Client: BC MoTI

Sample Number: 21-661

Date Tested: 2022-01-04

Tested By: SQ

Checked By: __________________________

Project: HWY8 Flood Response & Recovery

Location: Site 21 - Rattlesnake Bridge

Sample Location/Source: TP21-02
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Description: SAND and GRAVEL, trace fines

Natural Moisture Content: 4.3 %

Material Specification: BC MoTI Bridge End Fill.

Intended Use: N/A

Comments: N/A

Sample Number: 21-661

Date Tested: 2022-01-04

Tested By: SQ

Checked By: __________________________

Project: HWY8 Flood Response & Recovery

Location: Site 21 - Rattlesnake Bridge

Sample Location/Source: TP21-02
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Description: SAND and GRAVEL, trace fines

Natural Moisture Content: 4.3 %

Material Specification: BC MoTI Select Granular Sub-Base.

Intended Use: N/A

Comments: N/A

Sample Number: 21-661

Date Tested: 2022-01-04

Tested By: SQ

Checked By: __________________________

Project: HWY8 Flood Response & Recovery

Location: Site 21 - Rattlesnake Bridge

Sample Location/Source: TP21-02
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Description: SAND, some gravel, trace fines

Natural Moisture Content: 5 %

Material Specification: N/A

Intended Use: N/A

Comments: N/A

Project No: 201706-38-24

Client: BC MoTI

Sample Number: 21-662

Date Tested: 2022-01-04

Tested By: SQ

Checked By: __________________________

Project: HWY8 Flood Response & Recovery

Location: Site 21 - Rattlesnake Bridge

Sample Location/Source: TP21-03
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Description: SAND, some gravel, trace fines

Natural Moisture Content: 5 %

Material Specification: BC MoTI Bridge End Fill.

Intended Use: N/A

Comments: N/A

Sample Number: 21-662

Date Tested: 2022-01-04

Tested By: SQ

Checked By: __________________________

Project: HWY8 Flood Response & Recovery

Location: Site 21 - Rattlesnake Bridge

Sample Location/Source: TP21-03
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Description: SAND, some gravel, trace fines

Natural Moisture Content: 5 %

Material Specification: BC MoTI Select Granular Sub-Base.

Intended Use: N/A

Comments: N/A

Sample Number: 21-662

Date Tested: 2022-01-04

Tested By: SQ

Checked By: __________________________

Project: HWY8 Flood Response & Recovery

Location: Site 21 - Rattlesnake Bridge

Sample Location/Source: TP21-03
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Description: GRAVEL and SAND, trace fines

Natural Moisture Content: 6.5 %

Material Specification: N/A

Intended Use: N/A

Comments: N/A

Project No: 201706-38-24

Client: BC MoTI

Sample Number: 21-663

Date Tested: 2022-01-04

Tested By: SQ

Checked By: __________________________

Project: HWY8 Flood Response & Recovery

Location: Site 21 - Rattlesnake Bridge

Sample Location/Source: TP21-04
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Description: GRAVEL and SAND, trace fines

Natural Moisture Content: 6.5 %

Material Specification: BC MoTI Bridge End Fill.

Intended Use: N/A

Comments: N/A

Sample Number: 21-663

Date Tested: 2022-01-04

Tested By: SQ

Checked By: __________________________

Project: HWY8 Flood Response & Recovery

Location: Site 21 - Rattlesnake Bridge

Sample Location/Source: TP21-04
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Description: GRAVEL and SAND, trace fines

Natural Moisture Content: 6.5 %

Material Specification: BC MoTI Select Granular Sub-Base.

Intended Use: N/A

Comments: N/A

Sample Number: 21-663

Date Tested: 2022-01-04

Tested By: SQ

Checked By: __________________________

Project: HWY8 Flood Response & Recovery

Location: Site 21 - Rattlesnake Bridge

Sample Location/Source: TP21-04
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Description: GRAVEL and SAND, trace fines

Natural Moisture Content: 3.9 %

Material Specification: N/A

Intended Use: N/A

Comments: N/A

Project No: 201706-38-24

Client: BC MoTI

Sample Number: 21-664

Date Tested: 2022-01-04

Tested By: SQ

Checked By: __________________________

Project: HWY8 Flood Response & Recovery

Location: Site 21 - Rattlesnake Bridge

Sample Location/Source: TP21-05
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Description: GRAVEL and SAND, trace fines

Natural Moisture Content: 3.9 %

Material Specification: BC MoTI Bridge End Fill.

Intended Use: N/A

Comments: N/A

Sample Number: 21-664

Date Tested: 2022-01-04

Tested By: SQ

Checked By: __________________________

Project: HWY8 Flood Response & Recovery

Location: Site 21 - Rattlesnake Bridge

Sample Location/Source: TP21-05
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Description: GRAVEL and SAND, trace fines

Natural Moisture Content: 3.9 %

Material Specification: BC MoTI Select Granular Sub-Base.

Intended Use: N/A

Comments: N/A

Sample Number: 21-664

Date Tested: 2022-01-04

Tested By: SQ

Checked By: __________________________

Project: HWY8 Flood Response & Recovery

Location: Site 21 - Rattlesnake Bridge

Sample Location/Source: TP21-05


